Corrosion Resistance
(Salt Spray Test)

G!Gator Boltxxr. .,
Yellowzinc - - - - - - - - - - 50hours
Regular zinc plated wedge — — — 40 hours
Baremetal - - - - - - - - - - - - - - - 2hours
250 750 1000




